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Physico-chemical characteristics of rice husk ash and 
baggase fly ash, commonly referred to as biomass  
ashes enable their use as adsorbents. Contrary to nor-
mal expectations, it is observed that larger particles 
have more number, narrower and deeper pores than 
smaller particles. As a consequence they have higher 
pore volume, total surface area and hence adsorption 
capacity. Also, the uptake rate of adsorption depends 
on the silica to carbon ratio, which is seen to be 
smaller for larger particles and hence they take a 
longer time to reach equilibrium. The extent of carbon 
content determines the capacity, whereas silica to  
carbon ratio determines the kinetics of adsorption. 
Removal of 2,4-dichlorophenoxyacetic acid, from 
aqueous solution was chosen as a representative case 
for study and the results obtained are compared with 
earlier reported results. 
 
Keywords: Adsorption capacity, bagasse, biomass ash, 
rice husk, silica to carbon ratio. 
 
BIOMASS materials, viz. bagasse, rice husk, rice straw, 
etc. (~500 million metric tonnes per year) have been used 
for power generation owing to their potential as an en-
ergy source1. Each tonne of rice husk and bagasse after 
combustion produces 25% rice husk ash (RHA) and 2.4% 
bagasse fly ash (BFA) respectively2,3. Assuming com-
plete milling of 157 million tonnes (mt) of rice and crush-
ing of 342 mt of sugarcane produced in 2011 (ref. 4), the 
generation of rice husk (22% of rice production) and ba-
gasse (26% of sugarcane production) would be approxi-
mately 35 and 89 mt respectively, which on fueling the 
boiler produces 9 mt RHA and 2 mt BFA. Besides com-
bustion, a detailed physico-chemical characterization of 
biomass ashes (BMA, i.e. RHA and BFA) suggests two 
additional applications, viz. as an adsorbent for removal 
of pollutants and as a binding agent in construction5–8. 
 Batch adsorption study evaluates the effects of adsor-
bate concentration, adsorbent dosages, contact time and 
particle size of the adsorbents. Most studies generally 
conclude that smaller particle size of the adsorbent due to 
larger surface area favours adsorption9–13. In the present 
study, detailed physico-chemical characteristics of differ-
ent particle size fractions of BMA have been investi-

gated. Surface properties like Brunauer–Emmett–Teller 
(BET) surface area, pore diameter, pore volume and 
chemical composition particularly silica to carbon ratio 
have also been studied. To study the effect of these pa-
rameters on adsorption, removal of 2,4-dichlorophenoxy-
acetic acid (2,4-D) from aqueous solution using BMA has 
been chosen as a representative case. 

Materials and methods 

Adsorbent 

RHA and BFA were obtained from M/S Yash Agro Ltd, 
Nagpur, India and M/S Wainganga Sugar and Power Ltd, 
Bhandara (India) respectively. Rice husk and bagasse 
were used as solid fuel to fire boiler in these industries. 
Proximate analysis of BMA was carried out using stan-
dard method. Particle size distribution was determined 
using BS standard sieves. The surface area, pore diameter 
and pore volume were determined by the Brunaer–
Emmett–Teller (BET) method using Micromeritics, 
ASAP 2010 instrument. The elemental chemical contents 
of BMA were determined by performing XRF analysis 
(PANanalytical Model no. PW 2403). Carbon, hydrogen, 
nitrogen, sulphur (CHNS) analysis was done using Elemen-
tal Analyser (Elementar Germany model: Vario Macro 
Cube). Presence of functional groups on the surface was 
studied by FTIR analysis performed on Shimadzu IR-
Affinity-1 model. The morphology of BMA was exam-
ined using scanning electron microscope (SEM, JSM 
7600F). Before morphology study, BMA was coated with 
thin platinum layer using Auto Fine Coater (JFC-1600). 

Adsorbate 

Analytical grade 2,4-D (99.9% pure; Sigma Aldrich) was 
used without any treatment. Table 1 shows the molecular 
formula and properties of 2,4-D. 
 

Table 1. Properties of 2,4-D 

Molecular formula C8H6Cl2O3 
Molecular weight 221.00 g/mol 
Solubility in water 890 mg/l 
Molecular size (x, y, z; nm)  1.29  0.73  0.42 



RESEARCH ARTICLES 
 

CURRENT SCIENCE, VOL. 110, NO. 2, 25 JANUARY 2016 181 

Batch adsorption study 

Stock solution of 400 mg/l was prepared by dissolving 
accurately weighed quantity of 2,4-D in double-distilled 
water. Batch adsorption was studied by adding predefined 
quantity of BMA in 2,4-D solution taken in 50 ml glass 
vials. The vials were agitated in constant-temperature  
water bath. Equilibrium concentration of supernatant  
after centrifugation was determined on UV/VIS spectro-
photometer (UV 1800, Shimadzu, Japan) at 283 nm. Ex-
periments were performed in triplicate under identical 
conditions and average values have been reported. The 
per cent removal, adsorption capacity Qt (mg/g) at any 
time t, and adsorption capacity Qe (mg/g) at equilibrium 
were calculated as follows 
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where C0 (mg/l) and Ce (mg/l) are the initial and equili-
brium concentration of 2,4-D respectively, V (l) is the 
volume of the solution, and W (g) is adsorbent mass.  
Effect of contact time and particle size of BMA on 2,4-D 
removal was also studied. 

Results and discussion 

Characterization of BMA 

Particle size distribution of BMA (Table 2) was determined 
according to ASTM D422. It appears that the adsorbents 
have non uniform distribution of particles with the aver-
age particle size of RHA and BFA to be 144 and 118 m 
respectively. Also the adsorbents contain more ash and 
 
 

Table 2. Particle size distribution of biomass ashes 

Particle size  RHA Particle size RFA 
(mm) (wt %)  (mm)  (wt %) 
 

0.500–0.354  10.00 1.240   1.50 
0.354–0.300   1.50 1.200–1.000   0.50 
0.300–0.251   6.00 1.000–0.853   2.00 
0.251–0.178  12.50 0.853–0.354   4.00 
0.178–0.152  15.50 0.354–0.251  12.00 
0.152–0.125  10.50 0.251–0.178  15.00 
0.125–0.104   8.00 0.178–0.104  26.00 
0.104–0.089   5.50 0.104  39.00 
0.089  30.50 

volatile organic matter as can be seen from the physico-
chemical characteristics of BMA (Table 3). BFA contains 
more fixed carbon than RHA and is confirmed by CHNS 
analysis and for the same size fractions show higher sur-
face area and porosity. Although the chemical composi-
tion of RHA and BFA is qualitatively similar, they differ 
quantitatively. This significantly influences adsorbent 
properties. The nature of silica, crystalline or amorphous, 
depends upon combustion temperature. The literature re-
ports the presence of cristobalite and quartz form of silica 
in RHA, and only quartz form in BFA14. Metal oxides 
play a vital role in the adsorption process as they form 
charges on the adsorbent surface when put in acidic alka-
line water. BJH adsorption–desorption analysis helps in 
understanding the proportion of pore area and pore vol-
ume occupied by micro-, meso- and macropores. In RHA, 
the micropores and mesopores occupy 5.31% and 93.91% 
of total (BJH adsorption) pore area respectively. Simi-
larly, for BFA these values are 9.57% and 90.27% res-
pectively. The micropore and mesopore volumes are 
1.30%; 4.17% and 88.66%; 91.88% of total (BJH adsorp-
tion) pore volume for RHA and BFA respectively. So it 
can be deduced that BMA is predominantly mesoporous, 
which is highly desirable for a good adsorbent. 
 The scanning electron photomicrographs in Figure 1 a 
and b reveal the particle size and porosity, and suggest  
 

Table 3. Physico-chemical characteristics of BMA 

  Characteristics  RHA  BFA 
 

Proximate analysis  Moisture %  1.80  6.30 
  Ash %  89.87  40.14 
  Volatile matter %  6.19  42.46 
  Fixed carbon %  2.14  11.10 
Chemical analysis  SiO2 %  81.78  36.14 
  Al2O3 %  4.08  1.10 
  K2O %  1.87  2.32 
  Fe2O3 %  1.27  1.62 
  CaO %  1.27 3.10 
  Other metal oxides  3.06  5.73 
CHNS analysis  C %  5.85  47.37 
  H %  0.48  2.04 
  N %  0.82  1.59 
  S %  0.27  0.43 
  O % (balance)  92.58  48.57 
Surface area (m2/g)  Single point  33  51 
  BET  33  51 
  BJH adsorption  26  21 
   cumulative   
  BJH desorption  36  24 
   cumulative   
Pore volume (cm3/g)  Single-point total a2.69  10–3  b4.96  10–2 
  BJH adsorption  5.30  10–2  7.14  10–2 
   cumulative   
  BJH desorption  5.25  10–2  6.56  10–2 
   cumulative 
Pore diameter (Å)  BJH adsorption average  80.60  132.42 
  BJH desorption average  56.93  109.12 

aPore less than 20 Å; bpore less than 867 Å. BJH, Barrett–Joyner–
Halenda. 
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Figure 1. Scanning electron photomicrograph of (a) rice husk ash and (b) Bagasse fly ash. 
 
 

 
 

Figure 2. FTIR spectra of RHA and BFA. 
 
 
different nature of each BMA. Comparison at lower mag-
nification indicates the presence of more number of larger 
particles in BFA (Figure 1 b) than RHA (Figure 1 a), 
whereas the aspect ratio of BFA and RHA is in the range 

2.6 : 1 to 4.4 : 1 and 2.4 : 1 to 4.8 : 1 respectively. Higher 
magnification clearly shows more pores in BFA than 
RHA. The circular and elongated pores can be easily  
observed in BFA; some pores seem internally connected. 
RHA has a slightly platelet-like structure with smaller 
pores. 
 FTIR spectra of RHA and BFA indicate similar func-
tional groups in them. For both spectra (Figure 2), the 
1667–2000 cm–1 band indicates the weak combinations 
and overtone absorption. The peaks in this region are  
assigned to mono to hexasubstitution of aromatic ring15. 
The bands in the region 1360–1380 cm–1 are attributed to 
the aromatic C–H and carboxyl–carbonate structures16. 
The peaks at 1080 cm–1 in BFA and 1094 cm–1 in RHA 
are the asymmetric stretching of Si–O–Si. The stretching 
vibration of Si–O at 684 cm–1 is characteristic of quartz 
in BFA, whereas stretching vibration at 799 cm–1 in RHA 
corresponds to H–C bond. In BFA, the weak peak at 
461 cm–1 is an indication of bending mode of internal tet-
rahedral (O–Si–O)17,18. In RHA, the peak at 469 cm–1 is 
due to the presence of Si–H bond19. In the BFA spectrum, 
the peaks at 1222 and 810 cm–1 are indicative of amor-
phous silica20. 
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Effect of adsorbent dosage 

The adsorbent dosages of RHA and BFA were found to 
increase from 0.5 to 7 g/30 ml and 0.25 to 1.5 g/25 ml of 
100 mg/l 2,4-D solution respectively. The experiments 
were performed for 12 h at pH 3.5. The maximum  
removal for RHA (4 g) and BFA (1 g) was found to be 
83% and 90% respectively. Significant increase in 2,4-D 
removal was not observed for higher loading of BMA and 
hence for further studies, 4 g RHA and 1 g BFA were  
selected as the optimum adsorbent loading per 30 and 
25 ml of adsorbate solution respectively. 

Effect of contact time and initial concentration 

The effect of contact time was studied using 2,4-D solu-
tions of 100 and 200 mg/l concentration. The inside plot 
for RHA (Figure 3) demonstrates the same nature of 
curves for each solution. For both solutions, the equilib-
rium time for RHA was found to be 15 min, whereas for 
BFA it was 3 and 5 h respectively. The removal of 2,4-D 
increases with initial concentration of solution. This is 
due to higher mass transfer driving force at higher con-
centrations. The literature has reported similar results on 
banana stalk activated carbon21. 

Relation between particle size and surface area 

Table 4 shows the particle size, pore diameter and pore 
volume of the samples. It is observed that larger particles 
have deeper pores of smaller opening, while smaller par-
ticles have shallow pore of wider opening. Smaller parti-
cles have bowl-type pores, while larger particles have 
cylindrical pores. Pore shape and dimensions of the two 
adsorbents affect the kinetics and capacity of adsorption.  
 
 

 
 
Figure 3. Effect of contact time and initial concentration on removal 
of 2,4-D. 

The literature has reported the role of pore properties on 
adsorption kinetics13. This is further discussed in the fol-
lowing sections. As determined here the larger particles, 
multi-component in nature, have smaller pores, whereas 
smaller particles have larger pores. As the particle size 
decreases the pore walls contact each other and collapse 
to form a bigger pore. This apparently creates a situation 
of smaller particles of larger pore and therefore lesser  
internal surface area. A probable reason for lesser BET 
surface area for smaller particles may be the blocking of 
pores (mesopores/macropores) by submicrometre-scale 
particles. Secondly, there may be non-porous fines pre-
sent in BMA, which predominantly ended up in smaller 
particle size fractions13. 
 The literature reports the use of different materials for 
adsorption of 2,4-D. Activated carbon, prepared from 
date stone22 and corncob23 having BET surface area 
763.40 and 1273.91 m2/g and average pore diameter as 
26.184 and 30.26 Å respectively, were used. Tang et al.24 
used iron oxide, nanoparticles-doped carboxylic, ordered 
mesoporous carbon having 1054.50 m2/g surface area and 
1.85 cm3/g pore volume. Zhang et al.25 used magnetite–
graphene oxide-layered double hydroxide composites 
(MGL) of surface area 71.9 m2/g and pore volume 
0.440 cm3/g. 

Effect of particle size and composition on  
adsorption capacity 

Adsorption being a surface phenomenon is generally fa-
voured by reduction in particle size. It is reported that 
smaller biomass particles have higher adsorption capacity 
than larger particles9. Higher adsorbate uptake is found 
even for (steel and fertilizer) industry waste11, smaller 
bottom ash particles12 and spent bleaching earth on  
 
 

 
 
Figure 4. Effect of particle size of BMA on % removal where 
C0 = 100 mg/l. 

Particle size (mm) 

Particle size (mm) 
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Table 4. Characteristics of different size fractions of BMA 

Particle size  BET surface Pore diameter Pore volume Carbon (%) SiO2 (%) from SiO2/C 
(mm) area (m2/g) (nm) (cm3/g) from C, H, N analysis  XRF analysis ratio 
 

RHA 
 0.500–0.354  92   9.37  1.44  10–1  12.72  76.59   6.02 
 0.354–0.251  44  10.35  9.28  10–2   5.29  78.10  14.76 
 0.251–0.152  26  12.00  6.13  10–2   3.38  79.80  23.60 
 0.152–0.089  17  13.81  4.57  10–2   2.92  83.46  28.58 
 <0.089  13  16.15  3.78  10–2   2.72  86.59  31.83 
BFA 
 0.354–0.251  98   7.09  7.05  10–2  57.33   6.93  0.12 
 0.251–0.178  84   9.08  5.71  10–2  42.82   9.77  0.29 
 0.178–0.104  62  10.15  5.14  10–2  33.66  29.00  0.86 
 <0.104  35  11.76  4.41  10–2  24.29  49.13  2.02 

 

 

 
 
Figure 5. Effect of particle size of (a) RHA and (b) BFA on equilibrium time (C0 = 200 mg/l, W = 4 g/30 ml) for (a) and C0 = 200 mg/l, 
W = 1 g/25 ml for (b). 
 

 
account of higher surface area26. We used different size 
fractions of BMA particles (Table 4) to study the effect 
of surface characteristics on adsorption. Adsorption ca-
pacity is directly proportional to BET surface area and 
hence larger particles of BMA with more BET surface 
area should give higher removal. This is experimentally 
validated and presented in Figure 4. Thus these adsorb-
ents have demonstrated findings related to particle size, 
BET surface area and hence adsorption capacity. 
 It is observed (Table 4) that SiO2/C (silica to carbon) 
ratio varies inversely with particle size of BMA. This  
ratio is one of the important parameters to explain the  
behaviour of BMA as a potential adsorbent. pHzpc (point 
of zero charge) of silica is 2.2 (ref. 27), whereas that of 
BMA is 8–9 (refs 19, 28). Hence when BMA is immersed 
in water (pH ~ 7), the silica in it offers negative charge. It 
can be deduced that the removal of 2,4-D would be pri-
marily due to carbon, as 2,4-D being anionic in aqueous 
solution gets repelled by silica. 

 The surface is relatively more negative when the pro-
portion of silica in BMA is higher. Thus BMA with lesser 
silica is a better adsorbent for anionic species like 2,4-D. 
Carbon fraction in BMA determines the capacity of  
adsorption, whereas silica fraction decides the kinetics. 
Hence higher adsorption capacity can be achieved by 
smaller SiO2/C ratio and larger particle size fraction. The 
evidence for this is provided in Figure 4. 

Effect of particle size and composition on  
equilibrium time 

To study the effect of particle size and composition on 
equilibrium time, experiments were performed using 
200 mg/l 2,4-D solution. Results are shown in Figure 5 a 
(for RHA) and b (for BFA). Both the adsorbents show 
higher equilibrium time and equilibrium capacity for  
larger particle size. As discussed earlier, larger particles 
have deeper pores; thereby the adsorbate molecule has to 
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Table 5. Kinetic rate constants for different particle size fractions of biomass ashes 

  Pseudo first-order Pseudo second-order 
 

Adsorbent (mm) Qe expt (mg/g) k1 (min–1)  Qe (mg/g)  k2 (g mg–1 min–1) Qe (mg/g)  R2  t1/2 (min) 
 

RHA  0.87  0.15  0.29  1.73  0.90  0.998   0.642 
 <0.089 0.35  0.57  0.38  2.77  0.38  0.995   0.950 
 0.251–0.152  1.08  0.17  0.43  1.05  1.10  0.997   0.865 
 0.500–0.354  1.44  0.11  0.49  0.61  1.47  0.999   1.115 
BFA  3.81  1.20  10–2  1.35  4.91  10–2  3.82  0.999   5.331 
 <0.104  1.40  1.80  10–2  0.50  8.77  10–2  1.43  0.997   7.973 
 0.178–0.104  2.75  1.30  10–2  1.15  3.07  10–2  2.83  0.999  11.509 
 0.251–0.178  3.66  0.60  10–2  1.05  2.17  10–2  3.68  0.999  12.522 

 
 
travel longer distance. In other words, the diffusion path 
of 2,4-D molecules is longer in larger particles than in 
smaller particles, and hence they take more time to reach 
equilibrium. This is due to higher intraparticle diffusion 
resistance and lower internal diffusion coefficient for 
higher particle size of the adsorbent10. 

Kinetics of adsorption 

The pseudo first-order (PFO) and pseudo second-order 
(PSO) kinetic models were applied to experimental data. 
Equations (4) and (5) represent the linear form of PFO 
and PSO kinetic models respectively29 
 
 e t e 1ln( ) ln ,Q Q Q k t    (4) 
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where k1 (min–1) and k2 (g mg–1 min–1) are kinetic rate 
constants, while Qe (mg/g) and Qt (mg/g) are the adsorb-
ent capacities at equilibrium and at any time respectively. 
The half adsorption time (min), t1/2, is the time needed for 
the adsorbent to take up half as much adsorbate as at 
equilibrium. t1/2, as given below, is often considered to 
measure adsorption rate 
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The experimental equilibrium capacities are in agreement 
with those predicted by the PSO kinetic model (Table 5). 
The coefficients of determination (R2) are close to unity 
for PSO. Thus the PSO kinetic model fits better for the 
given system. Therefore, it can be deduced that the  
adsorption of 2,4-D on different particle sizes of RHA is 
predominantly controlled by the number of available ad-
sorption sites rather than the concentration of 2,4-D (ref. 
23). As indicated in Table 5 for PSO, k2 is inversely pro-
portional and Qe, is directly proportional to particle size 

and thereby characteristics (pore geometry and silica to 
carbon ratio). The half adsorption time increases with  
increase in particle size, which indicates no significant 
resistance to intraparticle pore diffusion for smaller parti-
cles compared to larger particles12. 

Conclusion 

The physico-chemical characteristics of BMA play a vital 
role in determining capacity and kinetics of adsorption. 
Chemical composition and surface functional groups of 
BMA are qualitatively similar. Carbon content controls 
the adsorption capacity, while silica controls the kinetics. 
BMA is mesoporous in nature. Adsorption capacity and 
equilibrium time for larger particles are higher. Larger 
particles have deeper pores with smaller opening, 
whereas small particles have shallow pores with wider 
opening. This causes faster diffusion leading to higher 
kinetic constant in smaller particles. Thus BMA is an  
effective adsorbent for the removal of anionic species. 
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